
Sample : Compact Laminates Report No. : 21015476/Z

Party's Ref No. : PO No.:1400002914

Date 02/01/2026

Report Issue Date : 20/01/2026

Sample Description : Compact Laminates

Date of Testing : 09/01/2026 To 20/01/2026

Sample Received On : 09/01/2026

Sample quantity : 2 Pcs

Sample Information:

Job Code  : STRC/21015476

Sample Condition : Physical Condition OK Packed in : Not Applicable

Rushil Decor Limited

Rushil House, Near Neelkanth Green Bunglow, Off. Sindhu Bhavan Road, Shilaj, Ahmedabad-380058. Gujarat

Customer Name & Address  :

Client Information:

Information provided by the customer:

Batch / Lot No. Not Applicable

TEST RESULTS

S.No. Test ResultTest Parameters Test Method

Chemical Testing

1 6.81x10^-6Coefficient of Linear Thermal Expansion, mm/mm °C As per ISO 11359-2

Temperature range : -20°C to 100°CNote :

*****End of Report*****
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Santram Rajput

Technical Manager
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